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检  测  报  告






试验名称：高低温交变（20个循环）

	主检：
	
	日期：
	

	审核：
	
	日期：
	

	批准：
	
	日期：
	







北京光华荣昌汽车部件有限公司实验室



声       明


1  报告无实验室“检测专用章”无效。
2  报告无主检、审核、批准人签字无效。
3  报告涂改无效。
4  复制报告未重新加盖“检测专用章”无效。
5  对检测报告若有异议，请收到报告后15个工作日内通知实验室。
⑹ 送样检测仅对样品负责。
⑺ 电子版报告无安全密码无效。






试验单位：北京光华荣昌汽车部件有限公司实验室
地    址：北京市昌平区流村镇工业园区
电    话： (010) 60793358-5711         邮    编：102200



	样品名称
	电动驾驶员左侧罩壳
	车   型
	G3

	样品件号
	SHT0015777
	样品数量
	3件

	委托单位
	座椅开发部	生产单位
	/

	送样者及其       联系方式
	侯广冀
电话：17772539804 
	送样日期
	2024年8月22日

	试验地点
	北京光华荣昌汽车部件有限公司
实验室
	试验日期
	2024年8月26日

	试验项目
	高低温交变（20个循环）

	试验标准
	Q/JLY J7110550E-2022

	样品状态
	量产品
	试验结论
	对 2024年8月22日座椅开发部送检的G3电动驾驶员左侧罩壳按照Q/JLY J7110550E-2022进行高低温交变（20个循环）检测，经检测符合标准要求。

	备   注
	/





一、试验条件
	试验时间：
	2024年8月26日—2024年9月5日

	试验地点：
	北京光华荣昌汽车部件有限公司实验室

	试验人员：
	李亚平

	环境温/湿度：
	温度：27.1℃；湿度：76.4%


二、试验仪器设备
	序号
	设备名称
	设备编号
	规格型号
	厂家
	精度
	有效期

	1
	高低温湿热交变试验箱
	R-093
	GDJS-150
	北京恒泰丰仪器
	温度：±1℃        湿度：±3%
	2025年1月24日

	2
	白格刀
	Q-027
	QFH-HD600-3
	北京大河湾科技有限公司
	﹢0.01mm
	2024年11月12日


三、试验方法及评价标准
	1、试验方法

	取成品 3 件或 150mm×70mm 试样 3 个，按下述条件高低温交变条件进行20个循环的试验。试验后检查样品外观，同时进行 5.5 条 附着力和 5.6 条耐刮伤性试验。
一次循环（参见图 4）持续 12 小时，并包括表 4 温度和气候条件。
[image: IMG_256]

	2、评价标准

		序号
	测试项目
	技术要求

	1
	附着力
	划格法
	附着力0-1级

	
	
	安德烈切痕法
	等级1

	2
	耐刮伤性
	无涂层脱落或开裂，无划伤至基材，手触无疵感，但基材上由载荷造成的端点压印是允许的

	3
	高低温交变（20个循环）
	外观无明显变化，试验后满足条目1附着力与条目2耐划伤性要求





四、标准偏离
	1、标准偏离

	/


五、试验结果
	1、试验结果

		样品名称
	样品编号
	试验后
	外观有无明显变化

	
	
	附着力等级
	耐刮伤性
	

	
	
	
	是否满足要求
	不满足项
	

	 电动驾驶员左侧罩壳
	125-007-202408
	1
	是
	/
	无

	
	125-008-202408
	1
	是
	/
	无

	
	125-009-202408
	1
	是
	/
	无





六、试验照片
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	试验前
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	试验中
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	试验后
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Table 4 Conditions for Alternating High-low Temperature Alternation Test

LIDRE ) e Es
‘Time (min) Phase Conditions
" TREFHTBE +23°CHI 30%HIiSERE
Retention phase +23°C and relative humidity of 30%
% WHIPTE 30%HIXHERE T i1 +23°CH|—35°C
Cooling phase Erom +23°C to -35°C at a relative humidity of 30%
© TRIFHTEL —35°C, di 30%HR R
Retention phase -35°C and maximum humidity of 30%
© THEBT B FHE|+50°CHI 80%HH AT
Temperature rise phase Rise to+50°C and relative humidity of 80%
120 TRFEITBE +50°CHI 80%HI iSEAE
Retention phase +50°C and relative humidity of 0%
- THEBTBE FHE|+80°CHI 30%HfiRFE
Temperature rise phase Rise to +80°C and relative humidity of 30%
240 {REFHT B +80°CHI 30%HIiSEAE
Refention phase +80°C and relative humidity of 30%
o WA EL WHIE|+23°CHI 30% IR RE
Cogling phase Cooling to +23°C and relative humidity of 30%

e ERAITBC GRE<0C) ALUEIRAE, MATAREL 0% .
Note: It is unnecessary to adjust the humidity during the cooling stage (the temperature is lower than 0°C), yet it shall not

exceed relative humidity of 30%.
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